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TEST  REPORT 
APPLICANT: 

GUANGZHOU VANGUARD WATER SPORTS PRODUCTS CO., LTD. 

No.16 Hao Ke Zhou East, Shi Xi Cun, Gong Ye Road Centre, Guangzhou 

SAMPLE SUBMITTED: 
Two pieces of plastic samples (see Appendix for photo) said to be JUNIOR SWIM MASK 

- Item No.: M-1011  

APPLICANT’S TEST REQUEST: 
European Standard on Safety of Toys EN71 Part 3:1994 and Amendment A1:2000/AC:2002, Migration of 
Certain Elements. 

SAMPLE RECEIVED ON:  Sep. 25, 2006 

TEST PERIOD:  Sep. 25 – 28, 2006 

RESULTS:  Please refer to page 2. 

SUMMARY: 
 

Sample Test Conducted Assessment
Submitted Samples EN71Part 3:1994 and Amendment A1:2000/AC:2002 Pass 

****************************** 
 ( To be continued ) 
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TEST  REPORT 
RESULTS: 

 EN71 Part 3:1994 and Amendment A1:2000/AC:2002, Migration of Certain Elements 

Method:  
Sample preparation:  
As specified in the standard 
Element determination: 
By Inductively Coupled Plasma Atomic Emission Spectrometry (ICP-AES) 

Assessment: Pass 
Result in mg/kg (for toy material except modelling clay) 

Element Sol.As Sol.Ba Sol.Cd Sol.Cr Sol.Hg Sol.Pb Sol.Sb Sol.Se 

Limit 25 1000 75 60 60 90 60 500 

Specimen No.         

1  <2 <5 <5 <5 <5 <5 <5 <5 

2  <2 <5 <5 <5 <5 <5 <5 <5 

3  <2 <5 <5 <5 <5 <5 <5 <5 

mg/kg = milligram per kilogram  

Sol. = Soluble 
 

Specimen description: 
1. Transparent plastic 
2. Transparent soft plastic 
3. Blue plastic 

****************************** 
(End of report) 
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Photo of the submitted sample(s) 
 

 
 


